
Heading 2018 2019 YoY 

Pig Iron Production 77,328  74,907  -3.1% 

Crude Steel Production 104,319  99,284  -4.8% 

(L.D. converter) 78,230  74,983  -4.2% 

(Electric arc furnace) 26,088  24,301  -6.9% 

(Ordinary steel ingot)  78,569  75,453  -4.0% 

(Specialty steel ingot) 25,364  23,489  -7.4% 

(For castings) 386  341  -11.5% 

(Total: Ordinary steel) 78,725  75,600  -4.0% 

(Total: Specialty steel) 25,594  23,684  -7.5% 

Total Hot-Rolled Steel 
Products 

92,440  87,695  -5.1% 

  

 
 

 

Heading 2018 2019 YoY 

Total hot-rolled products 
(of ordinary steel) 

71,645  68,510  -4.4% 

Rails , Tyres & wheels 646  723  
11.9% 

Sheet pilings 653  575  -12.0% 

Wide flange beams 4,024  3,669  -8.8% 

Heavy Sections 824  816  -0.9% 

Medium & Light Sections 1,021  959  -6.1% 

Bars Heavy 336  337  0.1% 

Bars Medium  419  414  -1.1% 

Bars Light 8,574  8,289  -3.3% 

Rounds for tubes 484  357  -26.1% 

Bars in coil 416  402  -3.5% 

Wire Rod Ordinary 625  581  -7.1% 

Wire Rod Low carbon 87  78  -10.1% 

Wire Rod High carbon 603  516  -14.5% 

Heavy plate 10,153  10,120  -0.3% 

Medium plate & sheet 150  135  -10.2% 

Hot-rolled wide strip 42,023  39,927  -5.0% 



Hot-rolled narrow strip & 
hoops 

608  615  1.2% 

Total hot-rolled products 
(of specialty steel)  

20,794  19,185  -7.7% 

Cold-rolled wide strip (of 
ordinary steel) 

18,227  17,063  -6.4% 

Electrical sheet & strip 1,393  1,234  -11.4% 

Tin plate 860  732  -14.9% 

Galvanized sheets 10,798  10,071  -6.7% 

Seamless pipes & tubes 368  297  -19.2% 

Welded pipes & tubes 4,103  3,808  -7.2% 

Total 4,471  4,105  -8.2% 

Cast iron pipes & tubes 249  231  -7.3% 

 


